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ASTM C1028 - Standard test method for determining the static coefficient of 
friction of ceramic tile and other like surfaces by horizontal dynamometer pull-
meter method.
This tile meets or exceeds the Standard Grade requirements  
                                          WET=0,68          DRY= 0,78
When properly installed and maintained Galaxy Stone meets or exceeds the slip 
resistance requirements.
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